AHAQzZH EMIAOZEQN

kot anaitnon kovoviouou (EE) No 305/2011-
kat tporomnoinong tou Mapaptiuatog Il autou, (EE) No 574/2014
Ap1Bpog avadopag: 204 MAR-CPR

Movaébikog kwdiLko¢ TauTomoinong Tou TUIou Tou MPoiovTog:
MARMOLINESVR(1- 1.5-2- 3 mm)
Adopd MARMOLINE SVR 6AwvV twv maptidwyv, LeTd TV n/via £kdoong tng mapolong

MpoBAenousves xpHoeig:

E€wTeplkdG 00BAG BAOCIOPEVOC OE OpPYAVLKA CUVOETLKA.

Baowkn xprion N TeAkr) emkaAun BEpUOUOVWTIKWY TAAKWY, OTO CUCTNHA EWTEPLKNC BEPUOUOVWONG
(ETICS) “MARMOLINE MONOSIS” 1 &AAa. cuothuata ETICS.

Karaokevaotn¢ /Aiavouéag:
NORDIA A.E., Kndioiag 364, 15233 XoAdvSpy, thh. 2295022225
Epyootdoto: 1o xAu. Emapylakng odot MapkomoUAou-Qpwrol, 19014 NMoAudEvspl ATTLKAC

ZUotnua AVCP (aéloAdynon kat emaAndevon tng otadspotntag tng emidoons): votnua 3
Evapuoviouévo nipotumo: EN 15824:2017
Kowomoinuévog opyaviouog: Nokipég tumou: TZUS (1020), PAVUS (1391)

AnAwdciosc emibooeis:

Ouowdn , Texvikn
, Enidoon i
XOPOKTNPLOTLKA npodiaypadn
. . . EN 15824:2017 §4.2
Awamepatotnta USPATHWY: V1 (high) EN SO 7783.2
, . EN 15824:2017 §4.3
YSatanoppodnon: W3 (low) EN 1062-3
, . EN 15824:2017 §4.4
MNpooduon: >0.80 MPa EN 1542
SVR1& 1.5 mm: Ay = 0,83 W/mK EN 15824:2017 § 4.6
OepuIKr aywylpoTnTa: SVR 2 & 3mm: Asgary = 1,17 W/mK EN .1745 .
(tab. mean value; P= 50%)
, .. EN 15824:2017 §4.7
Avtidpaon otn pwtid: A2-s2,d0 EN 13501-1

H emidoon tou mpoiovro¢ mou tautomolsital avwtépw, gival cuu@wvn Ue Ti¢ dnAwdcioeg
endoocls. H dnAwon autn twv enté0CEWV OCUVTAOOETAL CUUPWVA UE TOV Kavoviouo (EE) aptd.
305/2011, pue anokAclotiky eud0VN TOU KOATAOKEUQOTH TTOU TOUTOTOLEITOL AVWTEPW.

Yrioypacetal yia Aoyaplaocuo kat €€ OVOUATOG TOU KATAOKEUAOTH, amo:

MoAudévdpy, 1/6/2023

BB AnAaBepn
AevBuvon eniyepnotakol kAadou MARMOLINE tng NORDIA A.E.

AnfAwon enidoocswyv yia to MARMOLINE SVR JeAibalamo 1



