AHAQZH EMIAOZEQN

NORDIA kot anaitnon koavoviouou (EE) No 305/2011-
kot tporomoinong tou Mapaptiuatog lll avutou, (EE) No 574/2014

AplOuo¢ 6nAwong: 003 MARMO-CPR

Movaébiko¢ kwdiko¢ Tautonoinons tou Tumov tov npoiovrog: MARMOLINE FLOW 200
Eidog: Tolwpevrokovia e¢opdAuvong damedwv 1-3 cm
Adopd MARMOLINE FLOW 200 6Awv Twv Taptidwy, LETA TNV nUepopnvia €ékdoong Tng mapouong

MpoBAenoueveg xpnoeig:  Touylevtokovia Samédwv

Karaokevaotrc /Aiavouéac:
NORDIA A.E., Kndolag 364, 15233 XaAavdpt, tnA. 2295022225
Epyootaoio: 1° xAp Emapy. 0600 Malakdoac - MapkomoUAou, 19011 MaAakdoa ATTIKAG

Zuotnua AVCP (aéloAdynon kau emaAndsvon tng otadspotntag tng emidoone): votnua 4

Evapuoviouéva npoturta:  EN 13813:2002
Kowomnotnuévol opyaviouoi: -

AnAwdcioec emibooeig:

OuocLwén XapaKTNPLOTLKA Enidoon Evap:::g:zs;r;;sﬁxvmn
AnteAeuBépwon SLafpwtikwv CT EN 13813:2002
OUCLWV: (Towpevtoeldig kovia) §5.35, §3.2

EN 13813:2002
Avtoxn og OALYN: C5 §5.2, table 1, & §5.2.1, table2
EN 13892-2
EN 13813:2002
Avtoxn og kauyn: F2 §5.2, table 1 & §5.2.2, table3
EN 13892-2
' , . EN 13813:2002
Avtiotaon otn $Bopda Bohme(*) Al2 §52.3 table 4
{ .. KAdon Al+ EN 13813:2002
Avtidpaon otn punia: (xwplic avdykn 602ur’]q —96/603/EC) §5.3.4

(*): O mpoodloplopds tng avtoxng otnv amotpupn éyve pe tn pébodo EN 14157 (Method A, Wide wheel abrasion test).
H petatpon amd w péBodo A (wide wheel abrasion test - WWA) otn pébodo B (Bohme abrasion test - BA) mpoékupe amd tn oxéon
WWA=1,711BA+15,32 (Mapdptnua A §A.3 tou EN 14157)

H ertiéoon Tou npoidvto¢ mou TAUTOMOLEITAL AVWTEPW, Eival OUUPWVN UE TIC dnAwdcioec emdOoEL.
H 6hAwon auth twv emt600EWV CUVTACOETOL CUUPWVA UE TOV Kavoviouo (EE) aptd. 305/2011, ue
anokAeiotikn eudUVn TOU KATOLOKEUQOTH TTOU TUTOTTOLEITOL XVWTEPW.

Yroypapetatl yia Aoyaplaouo ko £ oVOUNTOC TOU KATAOKEUXOTH, QIO:

MaAokaoa, 5/9/2024

BB AnAaBepn
AevBuvon enyepnotakou kAadou MARMOLINE tn¢ NORDIA A.E.




